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Airborne contamination during post-fire investigations: hot, warm & cold scenes


Table S1: Kitchen Furnishings and Contents
	Furnishings

	Item
	 Materials

	Wall Cabinets
	Medium density fiberboard (MDF) with wood veneer 

	Base Cabinet
	Plywood with wood veneer 

	Countertop
	Plastic laminate over particle board

	Fill Panel
	Veneer over plywood

	Fill Board
	Veneer over fiberboard 

	Composite Flooring
	Cross-linked polyethylene (IXPE) foam, vinyl, polyurethane (PU) 

	Table
	Vinyl covered MDF with wood legs

	Chair (2)
	Wood frame, PU foam, polyethylene (PE) fabric

	Picture
	Canvas, styrene over MDF frame, cardboard

	Refrigerator
	Steel, rigid foam, plastic liner

	Range
	Steel, plastic

	Range Hood/Fan
	Steel, nylon

	Contents

	Item
	 Materials

	Water Bottles (20)
	Polyethylene terephthalate (PET)

	Milk jugs (2)
	High density polyethylene (HDPE)

	Recycling Bin
	Low density polyethylene (LDPE)

	Two Gallon Bin
	Polycarbonate (PC)

	7 Piece Utensils
	Nylon

	Small Food Canister
	Polypropylene (PP)

	Small Lid
	HDPE

	Food Canisters
	PP

	Canister Lids
	HDPE

	Recipe holders (2)
	Poly (methyl methacrylate) (PMMA)

	Coffeemaker Body
	Acrylonitrile Butadiene Styrene (ABS)

	Cups (25)
	Expanded polystyrene (EPS)

	Cups (50)
	Polylactic Acid (PLA)

	Pipe
	Polyvinyl Chloride (PVC)

	Electrical Box
	PVC

	Outlet & Cover plate
	PVC

	14-2 NM Cable
	PVC over copper





Table S2: Living Room Furnishings and Contents
	Item
	 Materials

	Sofa (2) & Ottoman
	Fabric: Polyethylene (PE)
Fill: Polyurethane (PU) foam & PE
Frame: Engineered Wood

	Coffee  & End Tables
	Vinyl over particle board

	TV Stand
	Vinyl over particle board, metal components

	TV
	PE shell, glass screen, electronic components

	Lamp
	Body: Cast Vinyl
Shade: Fabric over plastic film

	Curtains(2 pair)
	100 % PE

	Carpet
	Fiber: 100 % PET, 
Backing: polypropylene (PP) with Latex

	Padding
	PU rebond foam





Table S3: Bedroom Furnishings 
	Item
	 Materials

	Mattress Topper
	Polyurethane (PU) foam

	Mattress
	90 % PU foam, 10% Blended rayon & polyester

	Foundation
	Polyethylene (PE) padded fabric over wood

	Bedding
	100 % PE

	Pillow(2)
	Shell 52 % PE & 48 % cotton, 
Fill 100 %PE

	Chair
	Fabric 100 % PE, Fill PU foam & PE

	Dresser & Nightstand
	Vinyl over particle board w/cardboard back

	Lamp
	Body: Cast Vinyl
Shade: Fabric over plastic film

	Painting
	Styrene over Medium density fiberboard (MDF), Canvas

	Curtains(pair)
	100 % PE

	Carpet
	Fiber: 100 % PET, 
Backing: polypropylene (PP) with Latex

	Padding
	PU rebond foam





