Additional file 1: Table S1. Metal composition of Pristine and Acid-washed MWCNT.
	Element
	Pristine

MWCNT (wt %)
	1h Acid-Washed MWCNT (wt %)

	C
	92.62
	91.86

	O
	3.06
	6.58

	Fe
	3.15
	0.81

	Cu
	0.56
	0.28

	S
	0.45
	0.26

	Si 
	0.16
	0.22


Table: The table demonstrates the metal composition of the pristine and 1h acid-washed MWCNTs as measured by energy dispersive X-ray spectroscopy (EDX).
